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报告编号/ Report No.....................................  : WTH25F01012259C 

任务号/Job No. .............................................  : SHW2501150617CJ 

委托方/ Applicant .........................................  : 肇庆市立得电子有限公司 

LEDTECH ELECTRONICS CORPORATION 

地址/ Address ...............................................  : 廣東省肇慶市端州區璣西路西，桂園路北（22 區） 

(Zone 22) Guiyuan Rd. North, Jixi Rd. West, Duanzhou District, 

Zhaoqing City, Guangdong Province, China 

样品名称/ Sample Name ..............................  : CHIP LED 

检测要求/ Test Requested ...........................  : 根据欧盟 RoHS 指令 2011/65/EU 及其修订指令 EU 2015/863，

测试送检样品中的铅、镉、汞、六价铬、多溴联苯、多溴二苯醚、

DBP、BBP、DEHP、DIBP 的含量。 

With reference to EU RoHS Directive 2011/65/EU and its 

amendment Directive EU 2015/863, to determine the Pb, Cd, 

Hg, Cr⁶⁺, PBBs, PBDEs, DBP, BBP, DEHP, DIBP content in the 

submitted sample. 

检测方法/ Test Method .................................  : 参见报告下页/ Refer to next page (s)  

检测结论/ Test Conclusion ..........................  : 符合/ Pass 

样品接收日期/ Date of Receipt sample .......  : 2025-01-15 

检测周期/ Testing period .............................  : 2025-01-15 ~ 2025-01-20 

报告日期/ Date of Issue ...............................  : 2025-01-21 

检测结果/ Test Result...................................  : 参见报告下页/ Refer to next page (s)  
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测试结果/ Test Results:                                                                                

检测方法/仪器/ Test Method/Equipment: 

-参考 IEC 62321-5:2013，使用 ICP-OES 检测铅，镉含量 

-参考 IEC 62321-4:2013+AMD1:2017 CSV，使用 ICP-OES 检测汞含量 

-参考 IEC 62321-7-2:2017，使用 UV-Vis 检测六价铬含量 

-参考 IEC 62321-6:2015，使用 GC-MS 检测多溴联苯，多溴二苯醚含量 

-参考 IEC 62321-8:2017，使用 GC-MS 检测 DEHP，DBP，BBP，DIBP 含量 

-With reference to IEC 62321-5:2013, determination of Pb, Cd by ICP-OES 

-With reference to IEC 62321-4:2013+AMD1:2017 CSV, determination of Hg by ICP-OES 

-With reference to IEC 62321-7-2:2017, determination of Cr⁶⁺ by UV-Vis 

-With reference to IEC 62321-6:2015, determination of PBBs, PBDEs by GC-MS 

-With reference to IEC 62321-8:2017, determination of DEHP, DBP, BBP, DIBP by GC-MS 

检测项目 

Test Item(s) 

单位 

Unit 

定量限 

LOQ 

结果 

Result(s) 
限值 

Limit 
No.1 

铅(Pb)/ Lead(Pb) mg/kg 2 ND 1000 

镉(Cd)/ Cadmium(Cd) mg/kg 2 ND 100 

汞(Hg)/ Mercury(Hg) mg/kg 2 ND 1000 

六价铬(Cr⁶⁺)/ Hexavalent Chromium(Cr⁶⁺) mg/kg 8 ND 1000 

多溴联苯(PBBs)/ Polybrominated 

Biphenyls(PBBs) 
mg/kg -- ND 1000 

一溴联苯/ Mono-bromobiphenyl mg/kg 5 ND -- 

二溴联苯/ Di-bromobiphenyl mg/kg 5 ND -- 

三溴联苯/ Tri-bromobiphenyl mg/kg 5 ND -- 

四溴联苯/ Tetra-bromobiphenyl mg/kg 5 ND -- 

五溴联苯/ Penta-bromobiphenyl mg/kg 5 ND -- 

六溴联苯/ Hexa-bromobiphenyl mg/kg 5 ND -- 

七溴联苯/ Hepta-bromobiphenyl mg/kg 5 ND -- 

八溴联苯/ Octa-bromobiphenyl mg/kg 5 ND -- 

九溴联苯/ Nona-bromobiphenyl mg/kg 5 ND -- 

十溴联苯/ Deca-bromobiphenyl mg/kg 5 ND -- 

多溴二苯醚(PBDEs)/ Polybrominated 

Diphenyl Ethers(PBDEs) 
mg/kg -- ND 1000 

一溴二苯醚/ Mono-bromodiphenyl ether mg/kg 5 ND -- 

二溴二苯醚/ Di-bromodiphenyl ether mg/kg 5 ND -- 

三溴二苯醚/ Tri-bromodiphenyl ether mg/kg 5 ND -- 

四溴二苯醚/ Tetra-bromodiphenyl ether mg/kg 5 ND -- 

五溴二苯醚/ Penta-bromodiphenyl ether mg/kg 5 ND -- 

六溴二苯醚/ Hexa-bromodiphenyl ether mg/kg 5 ND -- 
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检测项目 

Test Item(s) 

单位 

Unit 

定量限 

LOQ 

结果 

Result(s) 
限值 

Limit 
No.1 

七溴二苯醚/ Hepta-bromodiphenyl ether mg/kg 5 ND -- 

八溴二苯醚/ Octa-bromodiphenyl ether mg/kg 5 ND -- 

九溴二苯醚/ Nona-bromodiphenyl ether mg/kg 5 ND -- 

十溴二苯醚/ Deca-bromodiphenyl ether mg/kg 5 ND -- 

邻苯二甲酸二(2-乙基己基)酯(DEHP)/ 

Di-(2-ethylhexyl) phthalate(DEHP) 
mg/kg 50 ND 1000 

邻苯二甲酸二丁酯(DBP)/ Dibutyl 

phthalate(DBP) 
mg/kg 50 ND 1000 

邻苯二甲酸丁苄酯(BBP)/ Butylbenzyl 

phthalate(BBP) 
mg/kg 50 ND 1000 

邻苯二甲酸二异丁酯(DIBP)/ Di-iso-butyl 

phthalate(DIBP) 
mg/kg 50 ND 1000 

结论 / Conclusion -- -- 
符合 

Pass 
-- 

 

备注/ Note: 

(1)mg/kg (毫克每千克) = ppm (百万分之)/ mg/kg (milligram per kilogram) = ppm (parts per million) 

(2)ND=未检出，检测值小于定量限/ ND=Not Detected or lower than limit of quantitation 

(3)LOQ =定量限/ LOQ =Limit of quantitation 

(4)"--"=未规定/ "--"=Not regulated 
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测试流程图 / Testing Flow chart: 

铅(Pb)、镉(Cd)、汞(Hg) 

称重样品放入微波消解罐 加入消解试剂 使用微波消解仪消解样品

完全消解样品后转移消解液体

至容量瓶中
用去离子水定容至刻度使用ICP-OES检测

 

六价铬(Cr⁶⁺) 

称重样品并放入消解罐中
加入消解液和溶剂，置于

合适的加热装置中加热

分离，将溶液转移至瓶子中并

调节pH值至7.5±0.5

加入1,5-二苯碳酰二肼显色
调节pH值到 2.0±0.5，用

去离子水定容至刻度
使用紫外可见分光光度计检测

 

多溴联苯(PBBs)、多溴二苯醚(PBDEs)、邻苯二甲酸二丁酯(DBP)、邻苯二甲酸丁苄酯(BBP)、邻苯二甲酸二(2-乙基

己基)酯(DEHP)、邻苯二甲酸二异丁酯(DIBP) 

称重样品放入萃取管中
加入有机试剂于萃取仪中

进行萃取 
浓缩/稀释萃取液

转移至容量瓶中有机溶剂定容 GC-MS检测
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Lead(Pb), Cadmium(Cd), Mercury(Hg) 

Weight sample was put into a 
microwave digestion vessel 

Add digestion reagent 
Digest the sample in microwave 

digestion oven 

Transfer the digested solution 
into a volumetric flask after the 

sample is totally dissolved 

Made up with deionized 
water 

Analyzed by inductively coupled 
plasma atomic emission 
spectrometer or atomic 

absorption spectrometer 
 

Hexavalent Chromium(Cr⁶⁺) 

Weighted sample was put into a 
conical flask 

Add digestion solution and 

solvent，heat in suitable 
heating device 

Separate and transfer the 
extracted solution into a flask, 
adjust the pH to 7.5±0.5

Add Diphenylcarbazide solution
Adjust the pH to 2.0±0.5 

and made up with 
deionized water 

Determined by UV-visible 
pectrophotometer

 

Polybrominated Biphenyls(PBBs), Polybrominated Diphenyl Ethers(PBDEs), Dibutyl phthalate(DBP), Butylbenzyl 

phthalate(BBP), Di-(2-ethylhexyl) phthalate(DEHP), Di-iso-butyl phthalate(DIBP) 

Weighted sample was put into a 
thimble

Extracted by solvent in  
extractor Concentrate the extract 

Transfer the extract into a 
volumetric flask 

Made up with organic 
solvent

Determined by GC-MS

 

 

样品描述 / Specimen Description: 

样品编号 

Specimen No. 

样品描述 

Specimen Description 

1 
贴片发光二极管 

Chip LED 
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测试部位图片 / Photograph of parts tested: 

 

  

 

 

备注/ Remarks:  

1. 检验检测结果仅对测试样品负责; 

The results shown in this test report refer only to the sample(s) tested; 

2. 报告未经本司的书面批准不得部分复制; 

This test report cannot be reproduced, except in full, without prior written permission of the company; 

3. 报告经涂改、增删、无批准人签字或未加盖本司检验检测专用章无效； 

The report would be invalid without specific stamp of test institute and the signatures of compiler and approver; 

4. 委托单位及地址，样品和样品信息由委托方提供，委托方应对其真实性负责，沃特未核实其真实性； 

The Applicant name and Address, the sample(s) and sample information was/were provided by the applicant who 
should be responsible for the authenticity which Waltek hasn’t verified; 

5. 报告未加盖资质认定标志章，则仅用于科研、教学、内部质量控制等活动，不可用作为向社会出具具有证明作用数

据的用途。 

If the report is not stamped with the accreditation recognized seal, it will only be used for scientific research, 
education, and internal quality control activities, and is not used for the purpose of issuing supporting data to the 
society. 

6. 样品材质信息（型号信息）由客户提供，测试实验室未核实主测型号与参考型号的差异，参考型号样品未进行测试，

测试实验室不承担客户提供信息的准确性、适当性、完整性和真实性责任。 

The sample material information (Model No. information) is provided by client, not verified by test laboratory. The 
samples of reference Model No. are not tested. Test laboratory not responsible for the accuracy, appropriateness, 
completeness and authenticity of the information provided by client. 

 

 

======报告结束/ End of Report ====== 
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